
TABLE 2.7
TEMPERATURE/PRESSURE RATINGS FOR 

FLANGES OF GREY IRON,

Pressure, kPa Maximum

Flange Temperature oC allowable

hydrostatic

Table -18 test pressure

to 120 150 175 190 200 220 kPa

A 350 290 230 200 190 170 700

D 700 510 440 390 370 340 1 400

E 400 1 200 1 000 850 800 650 2 800

F 2 100 1 800 1 500 1 400 1 300 1 000 4 200

H 3 500 2 800 2 300 2 000 1 800 1 200 7 000
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